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Blocks Set Pool Coping Tiles Step

MYRA   BEIGE

Slabs



MYRA BEIGE TEST ANALYSIS REPORT
Test / Analysis                               Test / Analysis Method

(Determination of apparent density, total and open porosity)                                           TS EN 1936

Test No Test 1 Test 2 Test 3 Test 4 Test 5 Test 6

Sample Size (mm) 50x50x50 50x50x50 50x50x50 50x50x50 50x50x50 50x50x50

Real Density (kg/m3) 2883

Apparent Density (kg/m3) 2884 2885 2883 2882 2882 2883

Open Porosity(%) 15,6 15,0 16,0 15,7 15,8 15,1

Open Porosity(%) 6,6 6,2 7,1 6,7 6,8 6,6

Average Values
Apparent Density (kg/m3)

2435

Open Porosity(%)

6,7

Total Porosity(%)

15,5

Standart Deviation 12 0,3 0,4
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BASALT   POLISHED

Blocks Set Pool Coping Tiles StepSlabs



BASALT TEST ANALYSIS REPORT
Test / Analysis                               Test / Analysis Method

(Determination of apparent density, total and open porosity)                                           TS EN 1936

Test No Test 1 Test 2 Test 3 Test 4 Test 5 Test 6

Sample Size (mm) 70x70x70 70x70x70 70x70x70 70x70x70 70x70x70 70x70x70

Real Density (kg/m3) 2734

Apparent Density (kg/m3) 2734 2699 2685 2689 2678 2680

Open Porosity(%) 1,07 1,14 0,85 0,93 1,00 0,84

Open Porosity(%) 3,30 4,52 5,00 4,87 5,25 5,20

Average Values
Apparent Density (kg/m3)

2694

Open Porosity(%)

0,97

Total Porosity(%)

4,69

Standart Deviation 20,89 0,12 0,73
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OTTOMAN   POLISHED

Blocks Set Pool Coping Tiles StepSlabs



OTTOMAN TEST ANALYSIS REPORT
Test / Analysis                               Test / Analysis Method

(Determination of apparent density, total and open porosity)                                           TS EN 1936

Test No Test 1 Test 2 Test 3 Test 4 Test 5 Test 6

Sample Size (mm) 50x50x50 50x50x50 50x50x50 50x50x50 50x50x50 50x50x50

Real Density (kg/m3) 2676

Apparent Density (kg/m3) 2678 2672 2675 2677 2678 2676

Open Porosity(%) 1,89 2,13 2,03 1,96 1,89 1,97

Open Porosity(%) 0,30 0,38 0,15 0,15 0,15 0,15

Average Values
Apparent Density (kg/m3)

2676

Open Porosity(%)

0,21

Total Porosity(%)

1,98

Standart Deviation 2 0,10 0,04
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TUNDRA GREY   POLISHED

Blocks Set Pool Coping Tiles StepSlabs



TUNDRA GREY TEST ANALYSIS REPORT
Test / Analysis                               Test / Analysis Method

(Determination of apparent density, total and open porosity)                                           TS EN 1936

Test No Test 1 Test 2 Test 3 Test 4 Test 5 Test 6

Sample Size (mm) 70x70x70 70x70x70 70x70x70 70x70x70 70x70x70 70x70x70

Real Density (kg/m3) 2631

Apparent Density (kg/m3) 2631 2466 2620 2625 2637 2651

Open Porosity(%) 1,50 1,19 1276 1,50 1,40 0,76

Open Porosity(%) 2,70 2,22 3,09 2,92 2,48 1,95

Average Values
Apparent Density (kg/m3)

2635

Open Porosity(%)

1,35

Total Porosity(%)

2,56

Standart Deviation 11,67 0,34 0,43
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ARABESCATO
OROBICO  

POLISHED

Slabs
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ARABESCATO OROBICO GREY TEST ANALYSIS REPORT
Test / Analysis                               Test / Analysis Method

(Determination of apparent density, total and open porosity)                                           TS EN 1936

Test No Test 1 Test 2 Test 3 Test 4 Test 5 Test 6

Sample Size (mm) 70x70x70 70x70x70 70x70x70 70x70x70 70x70x70 70x70x70

Real Density (kg/m3) 2631

Apparent Density (kg/m3) 2631 2466 2620 2625 2637 2651

Open Porosity(%) 1,50 1,19 1276 1,50 1,40 0,76

Open Porosity(%) 2,70 2,22 3,09 2,92 2,48 1,95

Average Values
Apparent Density (kg/m3)

2635

Open Porosity(%)

1,35

Total Porosity(%)

2,56

Standart Deviation 11,67 0,34 0,43





Sakarya Mah. Ankara 
Cad. No : 79/Susuz/Merkez
Afyonkarahisar/TURKIYE  
+90 272 223 11 44
+90 530 153 17 71
+90 530 136 17 71
info@hbbmarble.com
www.hbbmarble.com 

HBB Marble Factory 1
Kale Köyü / Çobanlar 
Afyonkarahisar / TURKIYE

Basalt Quarry

Basalt Quarry 
Location

İğdir Köyü / Yeşilova /
Burdur / TURKIYE

Tundra Grey Quarry

Tundra Grey Quarry 
Location

Yeşilyurt Köyü / Sütçüler 
Isparta / TURKIYE

Ottoman Quarry

Ottoman Quarry 
Location

HBB Marble Factory 2

Kışla OSB Mah. Milli 
Egemenlik Cad. No: 141
Merkez/Burdur/TURKIYE
+90 248 502 15 03
+90 530 153 17 71
+90 530 136 17 71
info@hbbmarble.com
www.hbbmarble.com 

Zümrütova Köyü / Elmalı
Antalya / TURKIYE

Myra Quarry

Myra Quarry
Location


